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Client Contact  Information

Client:

Address:

Contact Person:

Phone:

Fax:

Email:

Product Information

Product Name:

Product Code / ISBN / SKU / Style #: 

Current Status:

Product Description:

Country of Sale:

Age Grade:

Re-test Status:

Change(s) made after the original test: 

Remark(s):

SS Brewing Technologies

2372 Morse Ave. Suite 310

Irvine, CA

92614

XXXXXXXX

XXXXXXXX

xxxxxxxx@ssbrewtech.com

Stainless of Fermenter, Mash Tun, Kettle 

-

Final Production

USA

0 - 10 months

NA     

Tests as per client's request.
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Sample Descriptions

Sample Received Quantity Received Date Received

April 07, 20161Stainless of Fermenter, Mash, Tun, Kettle

Stainless of Fermenter, Mash Tun, Kettle 
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Test Results Summary

Regulation Result Number of Tests Page

5 1ASTM A666  Metal Composition Analysis PASS

Edmund Yap

Laboratory Manager

Authorization

Page 3 of 6Insight Laboratories (S) Pte Ltd

29 Tai Seng Ave, #06-06, NCL Hub, Singapore 534119

P: +65 6283 9929 F: +65 6283 7440

*Test / tests were carried out at a partner laboratory with the relevant accreditation.

*
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Component Breakdown List

Component ID Description

Stainless of Fermenter, Mash, Tun, KettleAA98011
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Test Method:

Note / Key:
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Metal Composition Analysis

 

GB/T 11170-2008, GB/T 20124-2006 
Chemical composition has been tested by OES and the N-Analyzer.  
 

Element  

Test Result (%) 

AA98011
C Si Mn P S Ni Cr N 

Requirement ≤0.08 ≤0.75 ≤2.00 ≤0.045 ≤0.030 8.0-10.5 18.0-20.0 ≤0.10 

Result 0.05 0.34 1.12 0.025 0.007 8.02 18.45 0.093 

 

The requirement is specified in ASTM A666-03 Grade (304). 
 

Test Results
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